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Table 6  Total-digestion concentration data from bed-sediment samples near Buckeye flotation tailings, upper Basin Creek, Montana

Field Number     Al %     Ca %     Fe %     K  %     Mg %     Na %     P  %     Ti %   Mn ppm   Ag ppm   As ppm
98-BMS-104 7.7 2.3 11 2.3 1.1 1.5 0.19 0.75 1500 < 2 45
97-BM-101-19 8.3 2.6 18 2.4 1.2 1.9 0.27 1.0 2700 < 2 380
97-BM-101-A7 8.4 2.3 12 2.4 1.1 1.6 0.19 0.68 1800 7 880
97-BM-101-B7 8.3 2.5 15 2.3 1.3 1.8 0.24 0.99 2100 7 4000
97-BM-101-C7 7.6 2.3 30 2.3 1.1 1.5 0.26 1.3 2900 17 4200
96-BM-136 7.9 2.0 7.5 2.0 1.2 1.3 0.17 0.55 2000 5 4500

Field Number   Ba ppm   Cd ppm   Ce ppm   Co ppm   Cr ppm   Cu ppm   Ga ppm   La ppm   Li ppm   Mo ppm   Nb ppm
98-BMS-104 630 < 2 160 18 110 27 19 83 31 3 15
97-BM-101-19 460 < 2 250 23 200 100 22 140 38 3 20
97-BM-101-A7 460 < 2 160 20 110 76 17 91 37 3 21
97-BM-101-B7 480 < 2 230 22 160 130 19 130 40 4 25
97-BM-101-C7 480 < 2 280 20 310 190 23 160 38 3 13
96-BM-136 410 5 110 23 58 130 20 69 39 < 2 26

Field Number   Nd ppm   Ni ppm   Pb ppm   Sc ppm   Sr ppm   Th ppm   V  ppm   Y  ppm   Yb ppm   Zn ppm
98-BMS-104 60 23 91 20 310 40 480 33 2 270
97-BM-101-19 110 28 210 21 340 72 820 50 6 670
97-BM-101-A7 74 19 460 19 320 44 480 38 4 510
97-BM-101-B7 99 22 1500 22 330 62 670 46 5 660
97-BM-101-C7 120 28 2200 20 280 50 1300 50 5 860
96-BM-136 49 17 1600 20 270 29 220 41 4 820


